
Plant 1210-Savannah Sand Mine

Basic Quality Statistical Summary Report

Sieve/Test SpecificationAverage St DevTests

Product 1008-Mason Sand

Target

Specification Mason Sand
Period 09/11/2026 - 09/18/2026

#4 (4.75mm) 100 0.09 97-100

#8 (2.36mm) 100 0.49 97-100

#16 (1.18mm) 98 1.09 90-100

#30 (.6mm) 94 2.39 65-100

#50 (.3mm) 80 6.59 35-90

#100 (.15mm) 20 4.59 0-40

#200 (75µm) 0.5 0.109

Pan 0.0 0.009

FM 1.081 0.11929
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Query Query Selections
Date Created  09/18/2026
Date Range  09/11/2026 - 09/18/2026
Plant  Savannah Sand Mine
Product
Specification  Auto-Default

Number of Tests  30
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	1210-Savannah Sand Mine

