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Product Quality Summary Report

Period 08/01/2026 - 08/31/2026

Plant 1070
Independent
South Mine

(FDOT
Pit#11-298)

Product 1009
Concrete Sand

Specification Concrete Sand

#4 (4.75mm) 100.0
#8 (2.36mm) 99.5
#16 (1.18mm) 93.2
#30 (.6emm) 68.8
#50 (.3mm) 38.9
#100 (.15mm) 5.6

#200 (75um) 0.4

Pan 0.0

FM 1.940
Total Moisture 4.329

StonemontQC 10/07/2026 E. R. Jahna Industries, Inc. Page: 1



o VY|

Period
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StonemontQC

Product Quality Summary Report

08/01/2026 - 08/31/2026

Query Selections

Date Created 10/07/2026

Date Range 08/01/2026 - 08/31/2026

Plant Independent South Mine (FDOT Pit#11-298)
Product

Specification Auto-Default

Number of Tests 30
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